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GroupeCTTGroUp

Division

Textiles
ANALYSIS REPORT
SCC Accreditation No.: 40
Mrs Isabelle Tremblay Date: December 23, 2008
Gildan Activewear Report:  104-247-32216A
IDENTIFICATION: #3; 2000 Jersey 100% Cotton; Family Style 2000, 2000B, 2000P 2100, 2200, 2300, 2400, 2400B, 2410,

2600, 2700, 2800, 2000T, 2000L, 2200L, 2400L, G2S00, 62S00B, G2S00L: Black
Received: December 16, 2008

STANDARD: CHAPTER II - CONSUMER PRODUCT SAFETY COMMISSION 16 CFR PART 1303 (1-1-07)
PART 1303 - Ban of Lead-Containing Paint and Certain Consumer
Products Bearing Lead-Containing Paint
TEST: Lead in Paint — Atomic Absorption Spectrophotometric Method AOAC Official Method 974.02
(1976)

TEST CONDITIONS: As described in the test method;
Detection limit: 0.001% (w/w) lead.
Product tested: Knit
Date tested: December 19, 2008

RESULTS: Individual Data
Total lead content, ppm: <10
Total lead content, % (W/w): <0.001

REQUIREMENTS: 0.06 percent.

Prepared by:

- Approved by:
ro% Marfin Filteau, b. eng. Date: December 23, 2008

Technician First Vice-President

**For any information concerning this report, please contact Martin Filteau.**
The reports are identified by an alphanumeric code, the last character refers to the number of revision(s), this is emitted in ascending order. The samples in relation to
this test are retained for a period of 30 days following the expedition day of the written report, unless other instructions are received. The fees for all services after the
tests are 125.00 $ per hour and for appraisal in Court, 195.008 per hour. The above reported results refer exclusively to the samples submitted for evaluation. This
analysis report cannot be partly used or reproduced, unless in whole, without CTT Group prior written consent.
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